Section Il
Soil and Site Information

Construction Materials Table 1
Lawrence County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of

and soll name | of | gravel | sand
map
unit| |
|
| Rating class [Value] Rating class [Value
| | |
[ I I I
AaB: | |
Alice |90 | Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.08
Thickest Ia er 0.00 | Bottom layer ]0.33
I
Ba: | ]
Barnum-————————————- 90 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
I
Bb: | |
Barnum-—-———————————- 85 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BcA: |
Boneek—————————————- | 90 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BcB: |
Boneek—————————————- | 85 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BcC: (|
Boneek—————————————- | 85 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BdE: (! |
Buska | 65 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Rock Outcrop, Hard——| 20 |Not rated | |Not rated |
BeE: | |
Butche | 85 Poor |  |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BhE: (! |
Butche | 60 Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Rock Outcrop, Sandy—| 25 |Not rated | |Not rated |
BkD: | |
Butche | 60 Poor |  |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Satanta————————————- 35 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer [0.00
Thickest Iaf/er 0.00 | Bottom layer ]0.07
I
CabD: | |
Canyon—————————————-— | 55 Poor | |Poor
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 Thlclkest layer [0.00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Bri dget -—————————— 25 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest | ayer 0. 00 Bottom | ayer 0. 05
CaE:
Canyon—————————————— 60 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bri dget -—————————— 25 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest | ayer 0. 00 Bottom | ayer 0. 05
G t adel ————————————— 70 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
d’thents, Tai l i ngs——[ 100 | Not rated Not rated
EaD:
Enni ng——————————- 70 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M nnequa-————-—————- 20 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GaD:
G enberg Vari ant--——| 90 [ Poor Fair
Bottom | ayer 0.00 Bottom | ayer 0.08
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
GoE:
Gizzly—————————— 55 | Fair Poor
Bottom | ayer 0.12 Bottom | ayer 0.00
Thi ckest | ayer 0. 27 Thi ckest | ayer 0. 00
Vi r kul a———————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GeD:
Gumit-———————————— 75 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Acid-—-| 15 | Not rated Not rated
&E:
Gumit-———————————— 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Rock Qutcrop, Acid-—| 35 |[Not rated Not rated
GeD:
Gypnevee———————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Rekop 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ha:
H ggi ns———————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HoF:
H sega————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Hard-—-| 25 | Not rated Not rated
HcA:
Hisle 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HdA:
Hisle 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 20 | Not rated Not rated
KaA:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KaB:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaE:
Lakoa 80 [ Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest | ayer 0. 00 Bottom | ayer 0. 06
MaC:
Mai t | and———————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MaD:
Mai tl and———————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MoE:
Mar shbr ook —————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mai tl and———————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Law ence County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
MeD:
M dway ———-—————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Razor 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NaB:
Nevee 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NaC:
Nevee 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NbD:
Nevee 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Spear fi sh-—————————— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft-—-| 20 | Not rated Not rated
D:
N hil | —————————————— 85 [Fair Fai r
Thi ckest | ayer 0. 05 Thi ckest | ayer 0. 00
Bottom | ayer 0. 47 Bottom | ayer 0. 08
NdA:
Nunn 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NdB:
Nunn 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NdC:
Nunn 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PaE:
Pact ol a———————————— 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Rock Qutcrop, Hard--| 20 | Not rated Not rated
PbE:
Paunsaugunt ————————- 50 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Rock CQutcrop, Sandy-| 40 | Not rated Not rated
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
PcB:
Pierre-——————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PcD:
Pierre———————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pe:
Rock CQutcrop, Hard--|100 | Not rated Not rated
RaE:
Rekop 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Gypnevee———————————-— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock CQutcrop, Sandy-| 20 | Not rated Not rated
RbF:
Rock Qutcrop, Hard--| 55 | Not rated Not rated
Pact ol a———————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RcF:
Rock CQutcrop, Sandy-| 40 | Not rated Not rated
Vanocker ———————————— 40 (Fair Poor
Thi ckest | ayer 0. 08 Bottom | ayer 0. 00
Bottom | ayer 0.24 Thi ckest | ayer 0. 00
SaA:
Sat anta————————————- 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SaB:
Sat ant a————————————- 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest | ayer 0. 00 Bottom | ayer 0. 07
SaC:
Sat ant a————————————— 85 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 03
ShA:
Savo 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Tilford—————————— 3 Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
ShB:
Savo 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ScD:
Snono 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Acid-—-| 30 | Not rated Not rated
Sd:
Stetter Variant-———- 100 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SeE:
St ovho——————————-——- 70 | Poor Poor
Thi ckest | ayer 0. 00 Bottom | ayer 0. 00
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
SgF:
St ovho———————————- 45 | Poor Poor
Thi ckest | ayer 0. 00 Bottom | ayer 0. 00
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Trebor ~———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ShA:
St. Onge———————————— 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sk:
Swi nt 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TaA:
Tilford—————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TaB:
Tilford—————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TaC:
Tilford——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
TbhE:
Trebor ~———————————- 70 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Rock Qutcrop, Sandy-| 20 | Not rated Not rated
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
VaA:
Val e 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VaB:
Val e 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VaC:
Val e 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VbF:
Vanocker ———————————— 45 | Fair Poor
Thi ckest | ayer 0. 08 Bottom | ayer 0. 00
Bottom | ayer 0.24 Thi ckest | ayer 0. 00
G tadel ————————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VCE:
Vi r kul a————————————- 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VA A:
Weber 90 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.14 Bottom | ayer 0.14
Wb:
Wnetti ——————————— 90 |[Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.43 Bottom | ayer 0.10
VW,
Water (|l ess Than 40
Acres) ~———————————- 100 | Not rated Not rated







